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(57) ABSTRACT

A tissue thickness compensator can comprise a plurality of
fibers. Such fibers can include a plurality of first fibers com-
prised of a first material and a plurality of second fibers
comprised of a second material. A tissue thickness compen-
sator can comprise a plurality of layers wherein each layer can
be comprised of one or more medicaments. Certain embodi-
ments are disclosed herein for manufacturing a tissue thick-
ness compensator comprising fibers, for example.
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